
BALLABS CERTIFTED TEST REPORT NO.: 20374.0 A

1618 HEADLAND DR.
FENTON, MO 63026
(636) - 343-6006
(636) - 343-60s1 FAX

DATE 04
PREPARED FOR: H.E. WILI,IAI{S, INC _ CARTHAGE, MO
DESCRIPTION: GENT V1B I-,ED 6!'TAI-,L HEATSINK 6uSQ FORMED HOUSING DOWNLIGHT

ACRYIJIC MED TIR OPTIC & 6I]CAST WHITE FIJUSH SHAI-'LOW TRTM
w/sor,rtu r,ENs ADVAI{CE # xr050c14ovo54DsM5 @ Li.25mA

CATALOG NBR: 6PS-L4 O / B35-DrM-UNV-L-M-OF-WH
LAMP TYPE : BXRE-35E4000

rNPUT VOLTAGE (V) L20.08
INPUT CURRENT (A) 0 . 3718
rNPUT WATTS (Vil) 44 .4 900
POI{ER FACTOR 0.9966
THDv (%) 0.171
rHDi (%) 5.594
LUMINOUS EFFICACY-LPVI 96.3
LUMINOUS FLUX- LUMENS 4284
CHROT'IA x 0 .4102
CHROITA v 0 . 3938
CHROIIA u o .237 6
CHROT'IA v 0 . 5133
DELTA uv (Duv) 0.0003
CORR COLOR TEMP (K) 34L9
COLOR REND INDEX (RA) 82 .94
col,oR REND rNDEX (R9) 9.8
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Chroma X Values

Data collected utiLizing a Labsphere
integrating sphere and 2L00 spectroradiometer.
Calibration of the spectroradiometer-sphere
is traceable to the National Institute of
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U)Standards and Teehnology.
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NVI,AP I,AB CODE 2OO92L_A
Ke11y Q"Lerbs
Vice President
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TO CLAIM PRODUCT

GO\IERNMENT.

TEIS BAI.I.TBS REPORT WIIE TEE USE OF TEE NVLAP LOGO SIIAI,I, NOT BE USED BY TEIS CI,IENT

CERTIFICATION, APPRO\rAI, OR EI{DORSEI.TENT BY Nvr,AP, NIST, OR ANlr AGENCY OF TEE FEDEB.AL
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